UNITED STATES DEPARTMENT OF INTERIOR-BUREAU OF MINES

ASSAYS
Location | Sample |(Length | % % | % |0z | Oz |Ave.%
Number | Number Feet [Copper|Leod |Zinc Gold [Silver|Zine
I | 5928 36 (043 | 34| 08| ™. |0.70| 08 .7; >
2 | s9n 24 (039 0.1| 04| Tr. |0.60| 04
5909 1.0 041 | O0.1(228| Tr. | 1.5 I8
3 | 5897 12, 043 ]| 0.1/180| Tr. |1.20]
8910 15 |005| 01| 04| T |020]| 0.4
4 | 8908 35 |004| 04| 02| ™. | — | 0.2
5 | 8907-23| 3.0 009| 02| 130 ™ | 035|130
3900 40 (008| 02| 080005 — | 08
6 | 5902 40 (0.08| 0.1| 10.0| Tr. | 035
2.3 1200
7 | 5906 45 |021 | 0.1]204]| ™ | 045|204
8 5901-24| 7.6 |004| 02| 51| w |0.15]| 8.1
9 5903 w2 1007 | Ol| 02 T |0IS 02 |
10 | 8912 40 |01l | o2| 02| ™ |o0g0| o2
1" 3913 32 (o1 | o1| o4| *®* |og0| O4
2 | 5914 05 (249 | 58| 8.0[0005| 575| 8.0
13 | 3899 19 |063)| 01| 06| ™ |035| 0.6
14 5915 27 020 | O.1| 04| Tr. |0.20]| 04
15 s9le 07 (486 | 64| 6.6 10.005] 5.10| 6.6
6 | 5917 Ll 008 | o.t| o2 [ % |0.20] 0.2 |
17 5918 grab |0.27 | 8.0/ 108 |0.005 | 2.75 ]| 10.8
I8 3698 | 1.2 |1.10/10.0] 432 |.T. |1.30]13.2
19 | 8919 1.3 |2.26| 05(/264 | ™ |0.80|26.4 .
: | 8904 1.4 |[337| 1.0/20.0 0.010] 1.80 :
20 |ss20 | 40 124 0.6 70| m |oes|'"*
2l 5921 42 (048] 1.0/ 58 /0.010/0.90| 5.8 |
g2 5922 3.2 1.08| 7.0| 0.4 /0.008| 3.95| 0.4
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5 SAMPLE NUMBER & LOGATION
o135 SURVEY STATION
& TRIANGULATION STATION

SAMPLE MAP OF MOHAWK-SILVER ZING DEPOSIT,PIMA COUNTY _
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